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The following sample(s) was/ were submitted and identified on behalf of the client as:

Sample Name : PVC FENCE

SGS Ref. No. : SHIN1605021491PS
Product Specification : PVC FOAM PICKET
Manufacturer

Material and Mark : PVC

Date of Receipt October 12, 2022
Testing Start Date October 12, 2022
Testing End Date October 12, 2022

Test result(s) :  For further details, please refer to the following page(s)
Signed for

SGS-CSTC Standards Technical

Services (Shanghai) Co., Ltd.

Keran Wang
Authorized signatory
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Test Item: Striker Impacted by a Falling Weight
Sample Description: White Plastic part
Test Method: ASTM D4226-11 Procedure A and client's requirement
Test Condition:
Pretreatment: -30°C, 24h

Specimen thickness: 4.0mm

Geometry: H.25
Strike weight: 3.6kg
Test Result:
Sample Test Result
Mean failure height: 114.3 mm
1
Mean failure energy: 4.0 J

Note: Test specimens were cut from the sample.
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Test

Original sample After test

The close-up after test
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