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Page: 1of 4

The following sample(s) was/ were submitted and identified on behalf of the client as:

Sample Name : PVC FENCE

SGS Ref. No. :  SHIN1605021492PS

Product Specification : PVC FOAM PICKET

Manufacturer :

Material and Mark : PVC

Date of Receipt October 12, 2022

Testing Start Date October 12, 2022

Testing End Date October 12, 2022

Test result(s) . For further details, please refer to the following page(s)
Signed for

SGS-CSTC Standards Technical
Services (Shanghai) Co., Ltd.

-

Keran Wang
Authorized signatory

This Is Issued IM Comnny subject 1o its General Conditions of Service printed on req

at mpum- -Canditions aspx and, for elecronic format dooumants, subject 1o Terms and Conaitions for Electronic
Documnlo d‘"p Ilwm sgn on/Te nd-C /Terms-o D pX. s drawn 1o the limitation of lunuuy
Inuu defined therein. Any holder of this d d that In Mnon
:‘mu Ilrl nd -“ m e i lom.l dcm‘hh ‘.J""t umdabuq- nder
ont & not rtlos tlon fr. 9 [l ton:
TN- nnolb. ed @ In full, .umm-mn P “t‘- Any b the
falsif of the content of this d 18 | and y be d 10 the Nuilest
extent of the Unlou olherwise slated the luufu shown in this test report refer only 10 the Mﬂ.(l) \um and such sample(s) are

retained for 30 am only.
Attention: To check the suthenticity of lesting /inspection repart & certificals, ploase contact us ol telephone: (88-755) 8307 1443,
oremail: CN Docchechidsgs com

No.89, Block 1154, East Kang Qiao Road, Pucong Distnct, Shanghai, Chira 201319 1(86-21)61196300  1(86-21)68183122/68183920  www.59sgroup.com.cn
PR LN AERHEM1505698 % 201319 1(86-21)61196300  1(86:21)68183122/68183920 @ ags.china@sgs.com
T

Member of the SGS Group (SGS SA)

CamScanner



https://digital-camscanner.onelink.me/P3GL/g26ffx3k

-

TEST REPORT
No. : SHIN1605021537MR

Date: October 12, 2022
Page: 2of 4

Summary of Results:
No. Test Item Test Method Result Conclusion
Light Ageing Test-UV
1 ASTM D4329-13 Cycle A See result /
Exposure
Note: Pass : Meet the requirements;
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Test Item: Light Ageing Test-UV Exposure
Sample Description: Buff plastic part
Test Method: ASTM D4329-13 Cycle A
Test Condition:
Exposure cycle:
ASTM D4329-13 cycle A
Lamp type: UVA-340
8h UV at (60+2.5)°C BPT, (0.89+0.02) W/(m?-nm)@340nm
4h condensation at (50£2.5)'C BPT
Exposure duration: 1000h
Test Result:

AE*a (See note 1)
SCE SCi

Sample

1 1.3 14

Note: Pass: Meet the requirements

1. According to ASTM D2244-15a, AE*a values were measured by d/8 sphere spectrophotometer.
Use D65 standard light source with 10° observer, 25mm aperture. SCE: exclude specular
reflection condition, SCI: include specular reflection condition.

2. The results were carried out within 1 hour after above specified durations for the intermediate
inspection as well as at the end of the exposure.
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Test Photo:

Original sample

Reference sample Test sample Reference sample Test sample
Before test After test
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